
Table 2 - Classification of surface regularity for finished wearing surfaces 

Class Maximum permissible departure from a 2 m 
straight-edge resting in contact with the floor 

Application 

(see Annex A) 

mm 

Special n.a.a Specific use for higher degree of accuracy 
of level 

SRl 3 High standard: for commercial and 
industrial buildings 

SR2 5 Normal standard: for commercial and 
industrial buildings 

SR3 10 Utility standard: for other floors, where 
surface regularity is less critical 

a Alternative methods of assessment are described in Concrete Society Technical Report No. 34 [3]. 




